
07/2024
Blankstahl

 Bright steel

 0                                                    
ohne Wärmebehandlung  

without heat treatment             

0                                
mit Wärmebehandlung                       

with heat treatment

380

1.0145 S275J2 7 7

1.0214 C10C 4 4

1.0303 C4C 3 3

1.0401 C15 4 4

1.0495 21Mn5 10 10

1.0501 C35 6 6

1.0503 C45 6 6

1.0504 C45Pb 6 6

1.0570 S355J2 10 9

1.0601 C60 10 10

1.0715 11SMn30 9 9

1.0718 11SMnPb30 9 9

1.0726 35S20 8 8

1.0727 46S20 8 8

1.0737 11SMnPb37 9 9

1.0762 44SMn28 12 12 15

1.0762 ETG 88/100 15

1.0765 36SMnPb14 9 9

1.0870 17MnV7 30 29

1.1133 20Mn5 10 10

1.1140 C15R 4 4

1.1149 C22R 4 4

1.1165 26Mn5 11 11

1.1170 28Mn6 11 11

1.1170 ETG 25 14

1.1180 C35R 6 6 7

1.1181 C35E 6 6 7

1.1189 C40 6 6

1.1191 C45E 6 6 7

1.1201 C45R 6 6 7

1.1203 C55E 9 9 11

1.1206 C50E 7 6 8

1.1213 Cf53 5 5 6

1.1223 C60E 10 10

1.1241 C50R 7 6 8

1.1301 19MnVS6 30 29

€/t

Stab                         

Bar

Werkstoff - Steel grade

Produktgruppe - Product group

Energiezuschlag - Energy cost surcharge
0

Zuschläge - Surcharges                                                                                

Legierungszuschlag - Alloy surcharge
Draht                        

Wire rod

Blankstahl         

Bright steel

Walzstahl

Rolled steel

€/t

Schrottzuschlag - Scrap surcharge
€/t

331

30 35Green Steel Climate+

€/t
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1.1302 30MnVS6 30 29

1.1302 HSX Z10 37

1.1303 38MnVS6 30 29

1.1303 HSX 110 37

1.2208 31CrV3 37 37

1.3505 100Cr6 131

1.5217 20MnV6 31 31

1.5519 HSX 90 7

1.5519 7MnB8 21 20

1.5525 20MnB4 8 8

1.5526 30MnB4 8 8

1.5531 30MnB5 11 10

1.5536 27MnB4 32 31

1.5714 16NiCrS4 273

1.5715 16NiCrS4Pb 218 211

1.5919 15CrNi6 360 347

1.5920 18CrNi8 564

1.6510 39NiCrMo3Pb 295 284

1.6510 39NiCrMo3 295 284

1.6523 20NiCrMo2-2 229 220

1.6527 20MnNiCrMo3-3 273 263

1.6541 23MnNiCrMo5-2 255 246

1.6569 17NiCrMoS6-4 394 380

1.6580 XTP 819

1.6582 34CrNiMo6 575

1.6587 18CrNiMo7-6 511 492 638

1.6758 23MnNiCrMo5-4 482 465

1.6768 23MnNiCrMo6-4 482 465

1.6797 23MnNiCrMo5-4-8 635 612

1.7033 34Cr4 55 53 68

1.7034 37Cr4 55 53

1.7039 41Cr4 55 53 68

1.7076 32CrB4 55 53 68

1.7077 36CrB4 55 53

1.7131 16MnCr5 53 51

1.7139 16MnCrS5 53 51 66
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1.7142 16MnCrS5+Pb 53 51

1.7142 ESP 65 66

1.7147 20MnCr(S)5 63 61 78

1.7149 20MnCrS5 63 61

1.7160 16MnCrB5/ZF6 72

1.7168 20MnCrB5/ZF7 72

1.7182 27MnCrB5-2 32 31

1.7185 33MnCrB5-2 32 31 39

1.7218 25CrMoS4 165 159 206

1.7220 34CrMo4 165 159 206

1.7225 42CrMo4 165 159 206

1.7226 34CrMoS4 165 159 206

1.7227 42CrMoS4 165 159 206

1.7228 50CrMo4   165 159 206

1.7264 20CrMo5 186 180

1.7264 HSX 130 / HSX Z12 233

1.8159 51CrV4 79 76 99

1.8161 58CrV4 75 73

1.8519 31CrMoV9 235 227 294

20MnCr5 20MnCr5 63 61

C22B+Ni C22B+Ni 103 100

TK28A TK28A 114 110

VW4227 20MnCrS5 58 56
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